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ORIGINAL PAPER

A Correlation for Steel Corrosion in Non-isothermal LBE Loops1

Jinsuo ZHANG™ and Ning LI
Center for Non-linear Studies, MS-B258, Los Alamos National Laborator Los Alamos, NM 87545, USA
(Received August 18, 2003 and accepted in revised form December 25, 2003)

The mass transfer controlled corrosion of steels in non-isothermal LBE loop system was studied based on a kinetic
corrosion model. Variations of Sherwood number at the highest temperature isothermal leg in DELTA loop (a non-
isothermal Lead-Bismuth Eutectic (LBE) test loop set up at the Los Alamos National Laboratory) were examined to
find out the dependence of the average mass transfer at the highest temperature leg on the axial conditions. The aver-
age Sherwood number at the highest temperature leg (test leg) is correlated by a dimensionless equation:

Shay = 0.53Re%0Sc3(d /L)' 3 (AT Tax)'?,

where Re and Sc are Reynolds number and Schmidt number, respectively, d (m) is the tube diameter and L (m) is the
loop length, AT (°C) is the temperature difference between the highest and the lowest temperature and T}, (°C) is the

maximal temperature.
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1. Introduction

For practical evaluation of the corrosion rate of steels ex-
posed to flowing lead-bismuth eutectic (LBE) with oxygen
control, a non-isothermal material test loop named DELTA
loop has been built at the Los Alamos National Laboratory
(LANL)." It has been reported elsewhere that the DELTA
is being prepared for corrosion testing of kinds of materials
in LBE as a part of the Advanced Fuel Cycle Initiative pro-
gram?® (AFCI, formerly the Advanced Accelerator Applica-
tions (AAA) Program).

In recent years, investigations on the corrosion of materi-
als exposed to LBE with or without oxygen control have
been carried out experimentally>® and theoretically.”'?
Previous results indicate that the corrosion in a non-isother-
mal LBE system depends on many factors: time of exposure,
thermal gradient, LBE flow velocity, solid and liquid compo-
sitions, etc., and occurs through several mechanisms: disso-
lution, erosion, mass transport, phase transport, etc.”

The present study focuses on the mass transfer controlled
corrosion. The corrosion product concentration (mainly iron)
in the bulk LBE is derived by solving the convective trans-
port equation in the bulk based on a kinetic corrosion mod-
el.%” The iron concentration in the bulk LBE varies along
the axis and the variation is small enough to be neglected
in DELTA loop. Comparisons between Sherwood number
at the highest temperature leg in DELTA loop and that in
an isothermal open pipe system with the same conditions, il-
lustrate that the Sherwood number at the highest temperature
leg in a non-isothermal loop depends on loop temperature
differences. A correlation for the average Sherwood number
at the highest temperature isothermal leg in a non-isothermal
LBE loop is derived through analyzing the corrosion rate at
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the highest temperature leg in DELTA loop. The correlation
is benchmarked by application to a non-isothermal liquid
lead loop'? for which experimental results are available. Ad-
ditionally, the correlation can be used easily to calculate the
average corrosion rate at the highest temperature leg and ex-
plicitly shows the dependence of corrosion on the tempera-
ture difference and the loop length.

II. Corrosion Model for Non-isotherm Liquid Met-
al Loops

By solving the mass transport equation in the sub-laminar
boundary layer, previous studies®? obtained the solution of
the corrosion/precipitation flux g from/to the tube wall for
a non-isothermal liquid metal loop:

— D dc _ 2nD?y 1/3
q(8) = — 5 }y=0 = (3—L>
{ (D

X FROT3) 2 & XD,

where £é=x/L is the non-dimensional coordinate in the axial
direction, y denotes the transverse coordinate with y=0 at the
tube surface, Ai and I are Airy Function and Gamma Func-
tion, respectively, y is the wall shear rate defined by
y=AV?/2v (A is the friction factor, V (m/s) is the bulk ve-
locity, v (m?/s) is the kinematic viscosity), D (m?/s) is the
diffusion coefficient of the corrosion product considered
and Qy=0, Qr=axk'3i'? for k>0 and Qy=ay|k|'*(—i)'/3
for k<0. i is the imaginary unit, and it is chosen”
i'3=/3/2+i/2 and (—i)'/*=+/3/2—i/2. The surface corro-
sion product concentration is assumed to be a function of the
axial coordinate and it can be expanded into the following
Fourier series:

cu(®) =) ay exp(2riké). 2)
k

For an LBE system, the corrosion of structural materials,
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steels in particular, usually occurs in two different ways: re-
duction and dissolution,® depending on the oxygen concen-
tration in LBE. No matter in which way the corrosion occurs,
it is usually sufficiently fast that corrosion product concen-
trations are always at their saturated or equilibrium levels.
Reference 8) suggested the surface concentration of Fe
(main corrosion product) in an oxygen controlled LBE sys-
tem could be calculated through the following equation:

CRe = Min(106.0174,380/T’ C074/31011'357(12’844/1"))’ (3)

where cpe (ppm) and co (ppm) are concentration of iron at
the tube surface and concentration of oxygen in LBE, re-
spectively, T (K) is the local temperature. Therefore, if
the axial temperature profile is given, the corrosion and
precipitation rates and profiles can be obtained through

Egs. (D)—(3).

III. Bulk Concentration Distributions

For an open pipe flow, the corrosion product concentration
in the bulk may be assumed to be zero or equals to that at the
inlet because new fluids continuously flow into the pipe at
the inlet. For a closed loop flow, the fluid is not renewed,
and the bulk corrosion product concentration increases in
time until it reaches a steady state. This transient time can
be very short if the test loop is constructed of materials with
corrosion resistance similar to that of the test materials, as is
the case for the majority of LBE test loops. At steady state,
the convective mass transfer process in the bulk flow satis-
fies the following equation:

dCb
AV == = pqlE)l; “)
X

where A (m?) and p (m) are the area and the perimeter of the
cross-section of the circulate tube. For the circular tube
A=nd?/4 and p=nd. Regarding that c, is real, integrate
the above equation, we get:

P QrL*D*y)'S

I it AN
cp(é) = ¢, + AV 3153Ai(0)[(1/3)

> Prexp(2mkié), (5)
k

where Py=0, P,=Qy/Q2nki) for k>0 and P=P_, for k<0

(the bar presents the conjugate value), ¢ is the average bulk

concentration, for a simple loop, it equals to the average sur-

face species concentration ag.”

Equation (5) is used to calculate the bulk concentration of
iron in DELTA loop. The loop length is 29.92 m and the tube
diameter is 0.0525 m. Detailed description of the loop can be
found in Ref. 1). The axial temperature profile is shown in
Fig. 1 and the calculated iron bulk concentration distribu-
tions for different velocities along the axis are shown in
Fig. 2. The diffusion coefficient and the kinematic viscosity
of LBE are chosen as D=10""m?/s and v=1.5x10""m?/s
that are from Ref. 8). The Blasius expression for the friction
factor is used in all the calculations in this paper.

Figure 2 shows that the iron bulk concentration is not
zero. It varies along the axis and reaches the highest value
at the end of the test leg (the highest temperature leg). The
variation becomes smaller with the bulk velocity increasing.
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Fig. 1 Temperature profile of the DELTA loop, Tpax: maximal
temperature; Tpmi,: minimal temperature; 7Tyig middle tempera-
ture. Tmia=Tmin+AT/2 and AT=Tmax —Tinin
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Fig. 2 Fe bulk concentration profile along loop axis in DELTA
loop for different flow velocities, Tp,x=550°C, AT=200°C
and co=0.01 ppm

However, even for a small bulk velocity, the variation is
small enough to be neglected. For example, the difference
between the maximum and the minimum bulk concentra-
tions for V=0.1 m/s is less than 3% of the average bulk con-
centration. Therefore, it is reasonable to assume the bulk
concentration to be constant along the axis at the steady state
for DELTA loop.

IV. Variations of Sherwood Number in the Test Leg
of DELTA Loop

In the mass transfer controlled corrosion, the corrosion
rate can also be expressed in a dimensionless form by Sher-
wood number that is defined by:”

Kd

Sh=—. (6)
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Fig. 3 Shewood number variations in the highest temperature test
leg in DELTA loop, x¢: the beginning coordinate of the test leg,

Ly: the test leg length. T1,,x=550°C, c0c=0.0lppm and V=
0.5m/s

where K (m/s) is the mass transfer coefficient and is calcu-
lated by

K = a®
cw(@ — cn(®)
In our previous studies,*” we have analyzed the corro-

sion/precipitation profiles in DELTA loop, which indicates
that the corrosion at the highest temperature leg depends
strongly on axial temperature differences. Experimental re-
sults from one non-isothermal loop cannot be directly ap-
plied to another loop with different temperature profile. In
the present study, we will correlate the corrosion rate at
the highest temperature leg in a non-isothermal liquid metal
loop with the temperature difference as well as the maximal
temperature through analyzing variations of Sherwood num-
ber at the highest temperature leg in DELTA loop.

The mass transfer variation at the highest temperature leg
(test leg) in DELTA loop, expressed as the Sherwood num-
ber, is shown in Fig. 3. For comparisons, the Sherwood
number for an open pipe flow obtained from an analytical so-
lution'? is also shown in the figure. The figure shows that the
mass transfer decreases sharply with increasing the distance
from the beginning of the highest temperature leg. The mass
transfer for DETLA loop at the highest temperature is less
than that for an open pipe flow with the same conditions.
It also depends on the temperature difference between the
maximal temperature and the minimal temperature AT.
Therefore the effects of the temperature difference have to
be regarded when correlating the Sherwood number with
the thermal hydraulic parameters such as the Reynolds num-
ber and the Schmidt number for cases of non-isothermal
loop.

To capture the mass transfer characteristics at the isother-
mal leg in a non-isothermal loop, the average Sherwood
number Sh,, at the highest temperature leg is examined. It
can be shown by dimensional analysis that Sh,, number is
a function of the Reynolds number (Re=Vd/v) and Schmidt
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Fig. 4 The average Sherwood number vs. Re®® in the test leg of
the DELTA loop, Timax=550°C, ¢0=0.01 ppm

number (Sc=v/D). For the open pipe flow case, the relation
can be theoretically obtained.” For a non-isothermal loop,
the Sherwood number should also be a function of the global
conditions. It is assumed:

Shay = boRe Sc”(d /LY (AT / Tinax)™. (8)

Theoretical analysesg) show that »;=0.6 and b,=b3=1/3 for
high Sc¢ number when the mass transfer process is controlled
by mass transfer through the sub-laminar layer. Figure 4
shows variations of the average Sherwood number as a func-
tion of Re%®. The figure clearly shows that the Sherwood
number scales as Re”S. Because the temperature profile is
a global condition similar to the loop length, we assume
by=1/3 like the dependence on the loop length. The varia-
tions of the average Sherwood number as functions of
AT'/3 and Tpay '/ are shown in Figs. 5(a) and (b). The fig-
ure indicates that the average number scales as AT'/3 and
Toax "2 in the range if 50°C<AT<200°C and 450°C<
T<650°C. Therefore by=1/3.

To obtain the value of by, the variation of the Sherwood
number as a function of Re®®Sc'/3(d/L)\3 (AT Tma)'? is
shown in Fig. 6 for three operation conditions in the range
50°C<AT<200°C and 0.1 m/s<V<2.0m/s. The fitted value
of by is 0.53. The results obtained from Eq. (8) using
by=0.53 agree very well with the results from the kinetic
model. Therefore, the Sherwood number at the highest tem-
perature leg in DELTA loop, in the ranges of 0.1 m/s<
V<2.0m/s, 50°C<AT<200°C and 450°C<Tpx<650°C, is
correlated by:

Shay = 0.53Re*6Sc3(d /L) 3 (AT [ Ta) V3. 9)

Equation (9) explicitly shows the relation of the mass trans-
fer in the highest temperature leg in a non-isothermal liquid
metal loop with the temperature difference and the whole
loop length.

V. Application to Experiments in a Pure Lead Loop

Although the correlation is obtained by analyzing the

JOURNAL OF NUCLEAR SCIENCE AND TECHNOLOGY
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Fig. 5 (a) The average Sherwood number vs. AT'/3 in the test leg of the DELTA loop (b) The average Sherwood num-
ber vs. Tax ™!/ in the test leg of the DELTA loop, V=0.5m/s, co=0.01ppm
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Fig. 6 Comparisons between the results from the model and that from Eq. (8)

mass transfer characteristics in DELTA loop, it is expected
to be suitable for other non-isothermal liquid metal loops
in which the surface corrosion product concentration can
be written into a similar expression to Eq. (3). To benchmark
the correlation, it is applied to a non-isothermal pure lead
loop built by Sanier and Santarini.'" The temperature profile
for the pure lead loop is shown in Fig. 7 in a solid line. Ex-
periments were carried out using pure lead without oxygen
control (it is assumed to be in oxygen-depleted state by
use of a reducing cover gas). Experiments are carried out
for two types of steels at the highest temperature leg. For
steel 10 CD 9-10, the experimental corrosion rate is between
754+20-110420 um after 3,000 h and for steel Z 10 CD Nb
V 92 is between 25+20-40420 um after 2,800 h.

To calculate the corrosion rate at the test leg in the pure

VOL. 41, NO. 3, MARCH 2004

lead loop, the surface iron concentration is calculated by'®

Ccre (ppm)=10*+34=380/TK) " The following parameters are
considered: maximal temperature: Ty,,x=550°C, temperature
difference: AT=85°C, flow velocity: V=0.115m/s, loop
length: L=6 m, internal diameter of the pipe: d=0.0247 m,
and the viscosity:” v=1.65x10~7 m?/s. For the diffusion co-
efficient D, we employ the equation developed by Robert-
son,'” D (m?/s)=4.9x 1077 exp[-Q/RT (K)], where R is
the gas constant and 0=44,1001+6,300J/mol. Therefore at
550°C, we get D=0.31-2.0x10"°m?/s. Then we get
Sh,,=69.6-128.5 at the highest temperature leg. The calcu-
lated bulk concentration iron is shown in Fig. 7 (dashed line)
and it is found ¢9=0.8555 ppm. The corrosion rate is calcu-
lated by:
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Fig. 7 Temperature profile of the pure lead loop'" and the calculated bulk iron concentration

J =K(c, — 02) = ShuVD/d(Cw - 62),

and we get the iron corrosion rate is 13—44 um per 3,000 h.
Clearly, the calculated results from the correlation (Eq.
(9)) are sensitive to the diffusion coefficient D. There are
some deviations between the calculated and experimental re-
sults, but these deviations are probably expected due to ex-
perimental uncertainties, the value of the diffusion coeffi-
cient, the alloy composition effects and other corrosion
mechanisms such erosion-corrosion. On the other hand, the
local corrosion rate can be estimated directly from Eq. (1).
Employing D=2.0x10""m?/s, our previous studies” pre-
dict a corrosion rate at the high temperature leg of the pure
lead loop is between 40-70 um per 3,000 h, which is also
close to the experimental results.

VI. Conclusions

Corrosion product concentrations in the bulk flow in a
non-isothermal closed loop were examined. A correlation
for Sherwood number with system conditions was developed
based on analyzing the mass transfer characteristics at the
test leg of DELTA loop using a kinetic corrosion model.
The correlation is partially validated by application to exper-
imental results from a pure lead loop. The correlation indi-
cates that the average corrosion rate at the highest isothermal
leg in a non-isothermal liquid metal loop is proportional to
(AT /TmaxL)'? that are determined by the axial loop condi-
tions. The present calculations give a very preliminary de-
pendence relation between corrosion rates and the global
conditions of a non-isothermal loop. Systematical (both ex-
perimental and theoretical) studies are needed to determine
corrosion behaviors of practical LBE nuclear systems.

References

1) V. Tcharnotskaia, C. Ammerman, T. Darling, J. King, N. Li,

2)
3)

4)

5)

6)

7

8)

9)

10)

11)

12)

13)

14)

D. Shaw, L. Snodgrass, K. Woloshun, “Liquid lead-bismuth
materials test loop,” Proc. ADTTA/ACCAPP’01, (2001).

J. R. Distefano, “Discussion session summary: corrosion,” J.
Nucl. Mater., 318, 368 (2003).

F. Barbier, A. Rusanov, “Corrosion behavior of steels in flow-
ing lead bismuth,” J. Nucl. Mater., 296, 231 (2001).

G. Muller, A. Heinzel, et al., “Results of steel corrosion tests
in flowing liquid Pb/Bi at 420-600°C after 2000 h,” J. Nucl.
Mater., 301, 40 (2002).

P. Deloffre, A. Terlain, F. Barbier, “Corrosion and deposition
of ferrous alloys in molten lead-bismuth,” J. Nucl. Mater.,
301, 35 (2002).

G. Benamati, C. Fazio, et al., “Temperature effect on the
corrosion mechanism of austenitic and martensitic steels in
lead—bismuth,” J. Nucl. Mater., 301, 23 (2002).

F. Balbaud-Celerier, F. Barbier, “Investigation of models to
predict the corrosion of steels in flowing liquid lead alloys,”
J. Nucl. Mater., 289, 227 (2001).

X. He, N. Li, M. Mineev, ““A kinetic model for corrosion and
precipitation in non-isothermal LBE flow loop,” J. Nucl.
Mater., 297, 214 (2001).

J. Zhang, N. Li, “Parametric study of a corrosion model ap-
plied to lead—bismuth flow systems,” J. Nucl. Mater., 321,
184 (2003).

J. Zhang, N. Li, “Improved application of local models to stell
corroion in lead-bismuth loops,” Nucl. Technol., 142, 379-387
(2003).

J. Sannier, G. Santarini, “Study of the corrosion of 2 ferric
steels by liquid lead in a thermosiphon-research of a model,”
J. Nucl. Mater., 107, 196 (1982).

W. V. Pinczewski, S. Sideman, “A model for mass (heat)
transfer in turbulent tube flow. Moderate and high Schmidt
(Prandtl) numbers,” Chem. Eng. Sci., 29, 1969 (1974).

J. R. Weeks, A. J. Romano, “Liquid curves and corrosion of
Fe, Ti, Zr, and Cu in liquid Bi-Pb alloy,” Corrosion, 25,
131 (1969).

W. M. Robertson, “Diffusion of cobalt and iron in liquid lead
measured by grain boundary grooving,” Trans. TMS-AIME,
242, 2139 (1968).

JOURNAL OF NUCLEAR SCIENCE AND TECHNOLOGY



